
QC - Concrete Cube Testing Report.
Company: MRGV
Project: BRGV
Report for Month: July - Aug  = 2022..
Prepared By: QC Team
Date: 28-08-2022
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21026 17-06-2022 RMC M20 Homeline 1 plinth beam 25-6-22                  8               14.0              345.0                  15.3 
              14.0              320.0                  14.2                 14.7 
              14.0              325.0                  14.4 

21026 17-06-2022 RMC M20 Homeline 1 plinth beam 17-7-22                30               20.0              465.0                  20.7 
              20.0              450.0                  20.0                 20.4 
              20.0              465.0                  20.7 

21027 23-06-2022 RMC M25 Homeline 1 Columns 5 1-7-22                  8               17.5              395.0                  17.6 
              17.5              390.0                  17.3                 17.8 
              17.5              415.0                  18.4 

21027 23-06-2022 RMC M25 Homeline 1 Columns 5 22-7-22                29               25.0              575.0                  25.6 
              25.0              595.0                  26.4                 25.9 
              25.0              580.0                  25.8 


