
QC - Concrete Cube Testing Report.
Company: GVDC
Project: GENOPOLIS
Report for Month: Sep - Oct = 2022.
Prepared By: QC Team
Date: 25-10-2022
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20171 04-09-2022 Rmc M35 Ishaq Central Slab 3 3-10-22 29         35.0      785.0    34.9      
35.0      810.0    36.0      35.4      
35.0      795.0    35.3      

20172 09-09-2022 Rmc M35 Ishaq 119 Col 4 8-10-22 29         35.0      795.0    35.3      
35.0      815.0    36.2      35.6      
35.0      790.0    35.1      

20173 24-09-2022 Rmc M35 Ishaq 119 Col 4 3-10-22 9           23.5      550.0    24.4      
23.5      535.0    23.8      24.1      
23.5      545.0    24.2      

20173 24-09-2022 Rmc M35 Ishaq 119 Col 4 23-10-22 29         35.0      800.0    35.6      
35.0      810.0    36.0      35.6      
35.0      795.0    35.3      


