
QC - Concrete Cube Testing Report.
Company: MRM (LLP)
Project: GMR
Report for Month: Oct - Nov  = 2022..
Prepared By: QC Team
Date: 20-12-2022
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16197 06-11-2022 Site Mix M25 Pointech H(601 -604) COL 7 14-11-22              8         17.5       425.0         18.9 
        17.5       430.0         19.1         18.7 
        17.5       410.0         18.2 

16197 06-11-2022 Site Mix M25 Pointech H(601 -604) COL 7 5-12-22            29         25.0       585.0         26.0 
        25.0       585.0         26.0         26.1 
        25.0       595.0         26.4 

16198 14-11-2022 RMC M20 Sree Srinivas C.House (OHT)Slab B.Slab 22-11-22              8         14.0       345.0         15.3 
        14.0       340.0         15.1         14.9 
        14.0       320.0         14.2 

16198 14-11-2022 RMC M20 Sree Srinivas C.House (OHT)Slab B.Slab 13-12-22            29         20.0       475.0         21.1 
        20.0       465.0         20.7         21.1 
        20.0       485.0         21.6 

16199 25-11-2022 RMC M20 Surasani H-block (OHT)Slab B.Slab 3-12-22              8         14.0       320.0         14.2 
        14.0       335.0         14.9         14.7 
        14.0       340.0         15.1 

16200 29-11-2022 RMC M20 Company Driveway Slab 1 7-12-22              8         14.0       345.0         15.3 
        14.0       325.0         14.4         14.5 
        14.0       310.0         13.8 


