QC - Concrete Cube Testing Report.
Company: Nrk-Biotech
Project: ‘ Nextopolis.
Report for Month: Oct - Nov = (2022).
Prepared By: QC Team
Date: 02-12-2022
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23121 | 09-10-2022 RMC M30 Ultra Main bloc|f COL 3 |17-10-22 8 21,5 495.0 22.0
215 505.0 22.4 22.1
215 495.0 22.0
23121 | 09-10-2022 RMC M30 Ultra Main bloc|f COL 3 | 7-11-22 29 30.0  695.0 30.9
300 695.0 30.9 31.1
300  710.0 31.6
23122 28-10-2022 RMC M30 Ultra Main blocf  Slab 3 6-11-22 9 215 495.0 22.0
215 505.0 22.4 22.1
21.5 490.0 21.8
23122 28-10-2022 RMC M30 Ultra Main bloc] ~ Slab 3 26-11-22 29 300 695.0 30.9
300 710.0 31.6 31.6
300  725.0 322
23123 29-10-2022 RMC M30 Ultra Chemical bld ~ Slab 1 6-11-22 8 21.5 490.0 21.8
215 495.0 22.0 21.9
21.5 490.0 21.8
23123 29-10-2022 RMC M30 Ultra Chemical bld ~ Slab 1 26-11-22 28 30.0  700.0 31.1
\ 300  715.0 31.8 31.2
| 30.0  690.0 30.7




- Concrete Cube Testing Report.

C
Company: Nrk-Biotech

Project: | Nextopolis.
Report for Month: July - Aug (2022).
Prepared By: QC Team
Date: 02-09-2022
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23114 14-06-2022 RMC M25 Ultra Solvent store |  Columns 1 13-7-22 29 250 595.0 264
25.0 595.0 264 26.3
250 585.0 260
23115 14-06-2022 RMC M25 Ultra Chemical stor Columns 1 13-7-22 29 250 600.0 26.7
25.0 585.0 26.0 26.6
250 610.0 271
23116 06-08-2022 RMC M30 Ultra Main block Slab 2 14-8-22 8 215 495.0 220
21.5 490.0 21.8 21.9
215 495.0 220




