
QC - Concrete Cube Testing Report.
Company: MRP(LLP)
Project: NGH
Report for Month:  Nov - Dec = 2022.
Prepared By: QC Team
Date: 29-12-2022
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22170 18-11-2022 RMC M25 Cemex Infra A(1,8,9) Slab 7 16-12-22            28         25.0       590.0         26.2 
        25.0       610.0         27.1         26.3 
        25.0       575.0         25.6 

22171 23-11-2022 Site Mix M30 Svc A(1,8,9) COL 8 21-12-22            28         30.0       695.0         30.9 
        30.0       680.0         30.2         30.3 
        30.0       670.0         29.8 


