
QC - Concrete Cube Testing Report.
Company: GVDC
Project: Genopolis
Report for Month: Dec - Jan  = 2022 - 2023.
Prepared By: QC Team
Date: 07-02-2023
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20174 30-12-2022 RMC M35 Sl plant 191 ( central lobby) Top Slab Slab 7-1-23                       8                   23.5                  545.0                  24.2 
                  23.5                  530.0                  23.6                23.9 
                  23.5                  535.0                  23.8 




