
QC - Concrete Cube Testing Report.
Company: MRM (LLP)
Project: GMR
Report for Month: Mar - Apr  = 2023
Prepared By: QC Team
Date: 02-05-2023

S.
 N

o.

D
at

e 
of

 c
as

tin
g

Si
te

 M
ix

 o
r 

R
M

C

Sp
ec

if
ie

d 
G

ra
de

 
of

 C
on

cr
et

e

Su
pp

li
er

 / 
C

on
tr

ac
to

r

D
. C

. N
o

B
lo

ck
 N

o.
 / 

B
un

ga
lo

w
 N

o.

U
se

d 
fo

r 
Sl

ab
 / 

C
ol

um
ns

Sl
ab

 N
o.

 o
r 

C
ol

um
n 

N
o.

D
at

e 
of

 T
es

ti
ng

 N
o.

 o
f 

da
ys

 

 S
pe

ci
fi

ed
 

S
tr

en
gt

h 

  T
es

te
d 

St
re

ng
th

 K
ilo

-
ne

w
to

ns
  

 T
es

te
d 

S
tr

en
gt

h 
in

 N
 p

er
 s

q.
 m

m
 

 A
vg

. o
f 

th
re

e 
te

st
s 

R
em

ar
ks

16206 27-03-2023 RMC M20 Company Driveway Slab 1 4-4-23              8         14.0       330.0         14.7 
        14.0       335.0         14.9         14.6 
        14.0       320.0         14.2 

16206 27-03-2023 RMC M20 Company Driveway Slab 1 25-4-23            29         20.0       475.0         21.1 
        20.0       460.0         20.4         20.9 
        20.0       475.0         21.1 


