
QC - Concrete Cube Testing Report.
Company: MRGV
Project: BRGV
Report for Month: (Mar - Apr) = - 2023
Prepared By: QC Team
Date: 25-04-2023
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21038 07-03-2023 RMC M20 Homeline 1 Slab 4(307-316) 6-4-23            30         20.0       465.0         20.7 
        20.0       465.0         20.7         20.8 
        20.0       471.0         20.9 

21039 23-03-2023 RMC M25 Homeline 1 COL 5(407-416) 1-4-23              9         17.5       395.0         17.6 
        17.5       406.0         18.0         18.1 
        17.5       418.0         18.6 

21039 23-03-2023 RMC M25 Homeline 1 COL 5(407-416) 21-4-23            29         25.0       585.0         26.0 
        25.0       595.0         26.4         26.3 
        25.0       598.0         26.6 


