
QC - Concrete Cube Testing Report.
Company: MRM (LLP)
Project: GMR
Report for Month: Apr - May  = 2023
Prepared By: QC Team
Date: 06-06-2023
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16207 08-05-2023 RMC M25 Cemex Infra Driveway Slab 2 6-6-23            29         25.0       598.0         26.6 
        25.0       595.0         26.4         26.4 
        25.0       590.0         26.2 


