
QC - Concrete Cube Testing Report.
Company: GVRC
Project: Innopolis
Report for Month: (May - June) = - 2023
Prepared By: QC Team
Date: 28-06-2023
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14213 12-06-2023 RMC M30 SL Rmc plant 4500 footings 21-6-23              9         21.5       489.0         21.7 
        21.5       495.0         22.0         21.8 
        21.5       490.0         21.8 

14214 14-06-2023 RMC M20 SL Rmc plant 4545 Ramp slab 21-6-23              7         14.0       315.0         14.0 
        14.0       325.0         14.4         14.5 
        14.0       341.0         15.2 


