QC - Concrete Cube Testing Report.

Company: Crescentia Labs Pvt Ltd
Project: | GV-1 \
Report for Month: July - Aug = 2023.
Prepared By: QC Team
Date: 31-08-2023
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24116 | 15-07-2023 RMC M30 SL Plant South block  Col 2 14-8-23 30 30.0 705.0 31.3
30.0 695.0 30.9 31.3
30.0 711.0 316
24117 | 09-08-2023 RMC M25 SL Plant North block  slab 2 18-8-23 9 175 415.0 18.4
17.5 410.0 18.2 18.3
175 4120 18.3
24118 | 18-08-2023 RMC M25 SL Plant South block  slab 2 26-8-23 8 175 408.0 18.1
175 399.0 17.7 18.1
17.5 415.0 184




