
QC - Concrete Cube Testing Report.
Company: GVRC
Project: Innopolis
Report for Month: (Oct - Nov) = - 2023
Prepared By: QC Team
Date: 23-11-2023
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14219 20-10-2023 RMC M25 R6 Infra 4545 slab drive way 19-11-23            30         25.0       595.0         26.4 
        25.0       597.0         26.5         26.2 
        25.0       579.0         25.7 

14220 07-10-2023 RMC M25 R6 Infra 3600 slab 2 16-10-23              9         17.5       395.0         17.6 
        17.5       415.0         18.4         18.2 
        17.5       420.0         18.7 

14220 07-10-2023 RMC M25 R6 Infra 3600 slab 2 6-11-23            30         25.0       590.0         26.2 
        25.0       593.0         26.4         26.4 
        25.0       598.0         26.6 

14221 02-11-2023 RMC M30 R6 Infra 3600 COL 3 11-11-23              9         21.5       485.0         21.6 
        21.5       495.0         22.0         21.9 
        21.5       497.0         22.1 


