QC - Concrete Cube Testing Report.

Company: GVRC
Project: | Innopolis
Report for Month: ( Jan - Feb) = 2024.
Prepared By: QC Team
Date: 03-03-2024
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14225 | 30-12-2023 RMC M30 R6 Infra 4500 | footings 30-1-24 31 30.0 698.0 31.0
30.0 710.0 31.6 311
30.0 690.0 30.7
14226 | 12-02-2024 RMC M25 R6 Infra 3600 dab 4 20-2-24 8 175 390.0 17.3
175 405.0 18.0 179
175 412.0 18.3




