
QC - Concrete Cube Testing Report.
Company: GVRC
Project: Innopolis
Report for Month: ( Feb - Mar) = 2024.
Prepared By: QC Team
Date: 29-03-2024
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14226 12-02-2024 RMC M25 R6 Infra 3600 slab 4 12-3-24            29         25.0       573.0         25.5 
        25.0       585.0         26.0         25.9 
        25.0       593.0         26.4 

14227 28-02-2024 RMC M25 R6 Infra 4545(D.W.) Slab 8-3-24              9         17.5       409.0         18.2 
        17.5       400.0         17.8         18.2 
        17.5       418.0         18.6 

14227 28-02-2024 RMC M25 R6 Infra 4545(D.W.) Slab 29-3-24            30         25.0       595.0         26.4 
        25.0       585.0         26.0         26.2 
        25.0       588.0         26.1 


