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1 |QC - Concrete Cube Testing Report.
2 |Company: Nrk-Biotech
3 |Project: Nextopolis.
4 |Report for Month: Jan - Feb = 2024
5 |Prepared By: QC Team
6 |Date: 02-03-2024
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10| 23138 | 21-12-2023 RMC M25 |R6 Rmc plant UG Sump|foundation 20-1-24 30 25.0 575.0 25.6
11 25.0 578.0 25.7 25.9
12 25.0 593.0 26.4
13
14 | 23139 [ 09-01-2024 RMC M30 |R6 Rmc plant SE.OHT| dab Top 8-2-24 30 30.0 685.0 304
15 30.0 690.0 30.7 30.8
16 30.0 705.0 313
17
18 | 23140 | 23-01-2024 RMC M30 |R6 Rmc plant SW. OH dab Top 21-2-24 29 30.0 688.0 30.6
19 30.0 695.0 30.9 311
20 30.0 715.0 318
21
22| 23141 | 05-02-2024 RMC M25 |R6 Rmc plant STP | Topdab 14-2-24 9 17.5 410.0 18.2
23 17.5 413.0 184 181
24 17.5 397.0 17.6
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