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1 |QC - Concrete Cube Testing Report.
2 |Company: Nrk-Biotech
3 |Project: Nextopolis.
4 |Report for Month: Dec - Jan = (2023 - 2024).
5 |Prepared By: QC Team
6 |Date: 02-02-2024
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10 | 23137 | 11-12-2023 RMC M25 |R6 Rmc plant STP Raft foundation 19-12-23 8 17.5 400.0 17.8
11 17.5 395.0 17.6 17.9
12 17.5 415.0 18.4
13
14 | 23137 | 11-12-2023 RMC M25 |R6 Rmc plant STP Raft foundation 10-1-24 30 25.0 595.0 26.4
15 25.0 586.0 26.0 26.3
16 25.0 597.0 26.5
17
18 | 23138 | 21-12-2023 RMC M25 |R6 Rmc plant UG Sumpjfoundation 30-12-23 9 17.5 412.0 18.3
19 17.5 390.0 17.3 17.8
20 17.5 398.0 17.7
21
22| 23139 | 09-01-2024 RMC M30 |R6 Rmc plant SE.OHT|[ dab Top 18-1-24 9 215 480.0 213
23 215 490.0 21.8 219
24 215 505.0 224
25
26 | 23140 | 23-01-2024 RMC M30 |R6 Rmc plant SW. OH dab Top 31-1-24 8 215 490.0 218
27 215 510.0 22.7 22.1
28 215 495.0 22.0
29
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