QC - Concrete Cube Testing Report.

Company: MMR(LLP)
Project: i GHT
Report for Month: May-Jun-2020
Prepared By: Sunil Kumar
Date: 07-07-2020
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18104 30/4/2020 Site Mix M20 Homeline B13,C.H:{ Plinth 7-5-20 7 14.0 320.0 14.2
14.0 315.0 14.0 14.1
14.0 320.0 14.2
18104 30/4/2020 Site Mix M20 Homeline B13,C.H: Plinth 28-5-20 28 20.0 465.0 20.7
20.0 455.0 20.2 20.4
20.0 460.0 20.4
18105 { 09-05-2020 RMC M20 Homeline B(6,7,8) i Footings 16-5-20 7 14.0 320.0 14.2
14.0 325.0 14.4 14.3
14.0 320.0 14.2
18105 § 09-05-2020 RMC M20 Homeline B(6,7,8) i Footings 6-6-20 28 20.0 465.0 20.7
20.0 470.0 20.9 20.7
20.0 460.0 20.4
18106 13/5/2020 Site Mix M20 Homeline B(11,12); Plinth 20-5-20 7 14.0 320.0 14.2
14.0 325.0 14.4 14.2
14.0 315.0 14.0
18106 13/5/2020 Site Mix M20 Homeline B(11,12){ Plinth 10-6-20 28 20.0 465.0 20.7
20.0 460.0 20.4 20.5
20.0 460.0 20.4
18107 16/5/2020 Site Mix M20 Homeline B(9,10) i Plinth 23-5-20 7 14.0 320.0 14.2
14.0 320.0 14.2 14.1
14.0 315.0 14.0
18107 16/5/2020 Site Mix M20 Homeline B(9,10) i Plinth 15-6-20 30 20.0 465.0 20.7
20.0 455.0 20.2 20.4
20.0 460.0 20.4
18108 i 19-05-2020 Site Mix 1:06 MMRLLP Plastering 17-6-20 29 7.5 420.0 18.7
7.5 350.0 15.6 15.9
7.5 300.0 13.3
18109 i 19-05-2020 Site Mix 1:06 MMRLLP Plastering; 17-6-20 29 7.5 250.0 11.1
7.5 300.0 13.3 13.3
7.5 350.0 15.6




