
QC - Concrete Cube Testing Report.
Company: MMR(LLP)
Project: GHT
Report for Month: Jun-Jul-2020
Prepared By: QC Team
Date: 05-08-2020
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18110 16-06-2020 RMC M25 HLI B(9-13) Col 1 23-6-20              7         17.5       395.0         17.6 
        17.5       405.0         18.0         17.8 
        17.5       400.0         17.8 

18110 16-06-2020 RMC M25 HLI B(9-13) Col 1 15-7-20            29         25.0       575.0         25.6 
        25.0       575.0         25.6         25.6 
        25.0       580.0         25.8 

18111 16-06-2020 RMC M35 HLI B(9-13) Col 1 23-6-20              7         23.5       535.0         23.8 
        23.5       540.0         24.0         23.9 
        23.5       540.0         24.0 

18111 16-06-2020 RMC M35 HLI B(9-13) Col 1 15-7-20            29         35.0       810.0         36.0 
        35.0       815.0         36.2         36.1 
        35.0       815.0         36.2 


