
QC - Concrete Cube Testing Report.
Company: GVDC
Project: Genopolis
Report for Month: Dec & Jan (20 - 21).
Prepared By: QC Team
Date: 02-02-2021
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20108 07-12-2020 RMC M35 Kurunakar 191 Footings 5-1-21            29         35.0       795.0         35.3 
        35.0       775.0         34.4         35.2 
        35.0       805.0         35.8 

20109 11-12-2020 RMC M35 Kurunakar 191 Footings 9-1-21            29         35.0       810.0         36.0 
        35.0       810.0         36.0         35.8 
        35.0       795.0         35.3 

20110 20-12-2020 RMC M35 Kurunakar 191 Footings 18-1-21            29         35.0       810.0         36.0 
        35.0       790.0         35.1         35.7 
        35.0       810.0         36.0 

20111 24-12-2020 RMC M35 Kurunakar 191 Footings 22-1-21            29         35.0       785.0         34.9 
        35.0       800.0         35.6         35.5 
        35.0       810.0         36.0 


