
QC - Concrete Cube Testing Report.
Company: MPL
Project: MayflowerPlatinum
Report for Month: Mar -Apr (2021).
Prepared By: QC Team
Date: 07-05-2021
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15216 03-03-2021 RMC M25 Prishm Rmc Tot-lotbasement - (0 2 2-4-21            30         25.0       590.0         26.2 
        25.0       595.0         26.4         26.5 
        25.0       605.0         26.9 

15217 04-03-2021 RMC M25 Prishm Rmc C-blockC-801 to 80 10 2-4-21            29         25.0       585.0         26.0 
        25.0       590.0         26.2         26.1 
        25.0       590.0         26.2 

15218 07-03-2021 Site Mix M30 G.Tirupathi b & cB &C-901 - 9 11 2-4-21            26         30.0       685.0         30.4 
        30.0       690.0         30.7         30.6 
        30.0       690.0         30.7 


