QC - Concrete Cube Testing Report.

Company: MMR(LLP)
Project: GHT
Report for Month: Aug - Sept =2021.
Prepared By: QC Team
Date: 05-10-2021
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18176 | 11-08-2021 | Site Mix M25 Homeline B-606-609 Columns 8 19-8-21 8 17.5 420.0 18.7
17.5 395.0 17.6 17.8
17.5 385.0 17.1
18176 | 11-08-2021 | Site Mix M25 Homeline B-606-609 Columns 8 9-9-21 29 25.0 585.0 26.0
25.0 580.0 25.8 259
25.0 585.0 26.0
18177 | 02-09-2021 Rmc M20 Homeline U.B slab 2 10-9-21 8 14.0 320.0 14.2
14.0 325.0 14.4 143
14.0 320.0 14.2
18177 | 02-09-2021 Rmc M20 Homeline U.B slab 2 1-10-21 29 20.0 440.0 19.6
20.0  450.0 20.0 20.1
200  465.0 20.7
18178 | 09-09-2021 Rmc M20 Homeline B-606-609  slab 8 18-9-21 9 14.0 325.0 14.4
14.0 330.0 14.7 14.7
14.0 335.0 14.9
18179 | 10-09-2021 Site Mix M25 Homeline A-101,102,116| Columns 3 18-9-21 8 17.5 420.0 18.7
17.5 395.0 17.6 17.9
17.5 395.0 17.6
18180 | 17-09-2021 Rmc M20 Homeline A-103-105,115  slab 2 25-9-21 8 14.0 330.0 14.7
14.0 335.0 14.9 149
14.0 340.0 15.1




