
QC - Concrete Cube Testing Report.
Company: MRP(LLP)
Project: NGH
Report for Month: Nov - Dec  = 2021.
Prepared By: QC Team
Date: 31-12-2021
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22115 16-11-2021 RMC M25 KPR Infra A plinth 15-12-21            29         25.0       555.0         24.7 
        25.0       565.0         25.1         25.1 
        25.0       575.0         25.6 

22116 25-11-2021 RMC M30 KPR Infra A-1,2,3. COL 1 23-12-21            28         30.0       695.0         30.9 
        30.0       680.0         30.2         30.3 
        30.0       670.0         29.8 

22117 29-11-2021 RMC M30 KPR Infra A-8,9 COL 1 28-12-21            29         30.0       700.0         31.1 
        30.0       685.0         30.4         30.5 
        30.0       675.0         30.0 

22118 30-11-2021 RMC M30 KPR Infra A-5,6,7. COL 1 28-12-21            28         30.0       695.0         30.9 
        30.0       695.0         30.9         30.7 
        30.0       685.0         30.4 


