QC - Concrete Cube Testing Report.

Company: MRP(LLP)
Project: | NGH
Report for Month: Jan - Feb = 2022.
Prepared By: QC Team
Date: 03-03-2022
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22127 | 13-01-2022 RMC M25 Rdc A(2,3,8) Slab 1 12-2-22 30 25.0 555.0 24.7
25.0 565.0 25.1 253
25.0 585.0 26.0
22128 | 14-01-2022 RMC M25 Rdc A(5,6,7) Slab 1 12-2-22 29 25.0 580.0 25.8
25.0 570.0 253 25.8
25.0 590.0 26.2
22129 | 20-01-2022 RMC M25 Ultratech A Retaining 19-2-22 30 25.0 575.0 25.6
25.0 580.0 25.8 259
25.0 595.0 26.4
22130 | 21-01-2022 RMC M30 Ultratech A COL 2 19-2-22 29 30.0 695.0 30.9
30.0 685.0 304 30.7
30.0 695.0 30.9
22131 | 23-01-2022 RMC M25 Ultratech A Retaining 19-2-22 27 25.0 595.0 26.4
25.0 580.0 25.8 259
25.0 570.0 253
22132 | 27-01-2022 RMC M30 Ultratech A COL 2 25-2-22 29 30.0 690.0 30.7
30.0 680.0 30.2 30.5
30.0 690.0 30.7
22133 | 31-01-2022 RMC M30 Ultratech A COL 2 28-2-22 28 30.0 685.0 304
30.0 680.0 30.2 30.4
30.0 690.0 30.7




